1SR ER | Certificate of Analysis

A, IRIABCPRHERAS
~ ZHEJIANG HEYI CHEMICAL CO.,LTD

FEERFR | Product Name MTHPA pEE / Grade HMT-9602
CAS/EC No. 11070-44-3 H(2 / Batch No. 20260329

18 / Net Weight 200KG % / Packaging Isotank

ZF/PO / Customer & PO No. H4THRAE / Standard of Check = /ZJHY003-2024
4EF=HHR / MFG Date 19/03/2026 I EIHA / Test Date 19/03/2026

=10 RIaER

Specification Result

s W EZHEBBEHRRK ZEBEBRR
1 Appearance Yellowish transparent liquid = Yellowish transparent liquid
2 @ B ($8-%) Colour(Platinum-cobalt) <150# 354
3 2 B B (°C)Crystallizing point(‘C) <-15 <-16
4 B {8 mgKOH/g Acid value mgKOH/g 660.0-680.0 666.6
S HE & B(%)
Contents of anhydride-group% 241.00 41.93
6 ¥4 E mpa . s(257C) Viscosity mpa.s(25°C) 30-50 36
7 IR %(125C)Volatile matter%(125°C) <1.00 0.72
8 % B B Free Acid% <0.30 0.05

1RIELE1E / Conclusion: 4 &1& f8I& R | Checker:

Qualified 4 £%& Re-test

EX3
o A~&1& Rejected {7

MREOHEHERTES / This report is valid only for the tested sample.
Zhejiang Heyi Chemical Co., Ltd., No. 9 Lingxiu Road, Modern Industrial Park, Xianju County, Taizhou City, Zhejiang Province



